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Client Name:  Haining UV Decoration Material Co., Ltd. 

Client Address:  2nd Floor, Building 1, No. 6, Lane 631, Lianhe Road, Haizhou Street, Haining City, Jiaxing 
City, Zhejiang Province 

 
Sample Name:  Acoustic Panel 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 

THIS REPORT IS TO SUPERSEDE TEST REPORT NO.SHAIN23018961001, DATE: Dec 12, 2023.  
 
 

SGS Job No.:  SHIN2311001888CM02 IN-SH-CP-5627-23467 

Sample Receiving Date:  Nov 15, 2023 

Testing Period:  Nov 15, 2023 ~ Dec 10, 2023 

Test Requested:  Select test(s) as requested by the client. 

Test Method(s):  Please refer to next page(s). 

Test Result(s):  Please refer to next page(s). 
 

Test Requirement Conclusion 

Migration of heavy metals and certain other elements Pass 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 

SN1 001-1 SHA23-0189610-0001.C002 Yellow/Brown Wood Strips 

SN2 001-2 SHA23-0189610-0001.C003 Black solid parts 
 

Remarks: 
(1) 1 mg/kg = 1 ppm = 0.0001% 
(2) MDL = Method Detection Limit 
(3) ND = Not Detected (< MDL) 
(4) “-“ = Not Regulated 

 
Migration of heavy metals and certain other elements 
 
Test Method: With reference to EN 12149:1997 clause 4 (test A), analysis was performed by ICP-OES. 
 

 

Test Item(s) Limit Unit(s) MDL 001-1 001-2 

Soluble Lead(Pb) - mg/kg 5 ND ND 

Soluble Antimony(Sb) 25 mg/kg 5 ND 17 

Soluble Arsenic(As) 500 mg/kg 5 ND ND 

Soluble Barium(Ba) 25 mg/kg 10 ND ND 

Soluble Cadmium(Cd) 60 mg/kg 5 ND ND 

Soluble Chromium(Cr) 90 mg/kg 5 ND ND 

Soluble Mercury(Hg) 20 mg/kg 5 ND ND 

Soluble Selenium(Se) 165 mg/kg 10 ND ND 

Conclusion Pass Pass 
 

 
 

The maximum permissible limit is quoted from the client requirement. 
This report updates Sample Name. 
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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Sample Photo: 

 

SHA23-0189610-0001.C002 

 

 

 

SHA23-0189610-0001.C003 

 

SGS authenticate the photo on original report only 
*** End of Report *** 
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